Ferro Manganese Powder
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Atomized spherical ferrous manganese powder can be produced according to customer requirements in

different particle size of manganese. Khorasan Powder Metallurgy Company is currently producing

ferro-manganese products in two grades of low carbon (C<0.8%) and medium carbon (C<2%).
Chemical Analysis

Type .

Mn Fe c S
Max 84 Balance 2

Fe - Mn 2
Min 75 Balance 0.8
Particle size Screen Analysis

Type distribution
(D50)  315-250 250-160 160-125 125-90 90-63 63-45 <45
12745 50+10 45+5 5(Max)

Particle Size analysis report

Type D3 D6 D10 D16 D25 D50 D75 D84 D90 D97 D98
Fe-Mn 282 439 562 693 853 1270 1837 216.6 2489 3250 347.0
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